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COMMERCIAL USAGE

INTERIOR EXTERIOR
LIGHT
RESIDENTIAL | COMMERCIAL| COMMERCIAL| RESIDENTIAL | COMMERCIAL

Floors / Patios

Walls / Backsplashes X X X X X

Countertops

Pool Decking

Pool Linings X X X X X
Suitable in freezing and non-freezing climates when proper installation methods are followed.
INSTALLATION
Thickness 1/4”
Grout Joint Recommendation 1/8” Approximately

TEST RESULTS

ASTM# RESULT

Water Absorption C373 <0.01%

Breaking Strength C648 >100 Ibs

Scratch Hardness MOHS 4.0

Chemical Resistance C650 Resistant

1085 PORTION RD. 7 ELKINS RD. 2301 NW 84 AVENUE

FARMINGVILLE, NY 11738
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